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713.06 WEED CONTROL MAT 
Furnish a machine woven weed control mat composed of synthetic polypropylene or 

polyolefin fibers. Meet the requirements in table 713-9. 

TABLE 713-9 

WEED CONTROL MAT 

Property Value Test Method 

Average weight minimum 4 oz/yd
2
 ASTM D3776 

Water permeability 10-15 gallons per min per square foot ASTM D4491 

UV stability 

(minimum % tensile retention) 
70% 

ASTM D4355 

(2,500-hour exposure) 

Grab tensile strength 
Warp:90 lbs minimum 

Fill: 50 lbs minimum 
ASTM D4632 
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